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Product name Polystyrene Criterion Q/LWXCL-001-2021
A b 5 . Pt
Sampling spot PRSI HY Lot NO. GP 525 22020943 3A
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IFD. 2022. 02. 08 Testing Time 2022.02. 09
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Model GP 525
B 545 5%
3o H AT T Hikan | AEE R For i 77 %
Item Uint Superior |qualified| Results Test Method
0 A
IR D A /kg <5 <10 0 SH/T 1541-2006
Appearance
JERiFE 2 (MFR) .
Melt Flow Index g/10min| 6.0-9.0 6.0-9.0 8.1 GB/T 3682.1-2018
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$E1$§§EZ(()B) MPa =42.0 =40.0 44. 6 GB/T 1040.2-2006
Tensile Strength
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RIS (acu) | )0 1 27 5 >7.0 9.6 GB/T 1043-2008
Charpy Impact
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Vicat Softening Temp.
175 S 322
B % =88.0 =86. 0 89.9 GB/T 2410-2008
Transparency
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EEEH%KZthﬁé{ A ppm <500 <700 217 GB/T 16867-1997
Residual Styrene
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