BSR ™ 13110

Polypropylene Homolymer PETROVIETNAM
Céng ty c6 phan Loc héa dau Binh Son " BSR |
Tinh trang nguyén vat liéu . Thwong mai: Ap dung
Mrc d6 kha dung . Chau A thai Binh Dwong
Pac tinh . Lwu hoa cao . Homolymer
S dung . V6 bao . St dung phd bién
. Hop dwng thuc phdm . b6 gia dung
Dang . Vién
Phwong phap gia cong . Budc phun
Don vi gia tri danh dinh Phwong phap
thir nghiém
Khéi lwgng riéng 0,91 g/cm?® ASTM D1505
Chi s néng chay (MFR) (230°C/2,16kg) 11 g/10phat ASTM D1238
Dorn vi gia tri danh dinh Phwong phap
thtr nghiém
Do ctrng Rockwell (Thang R) 100 ASTM D785
Don vi gia tri danh dinh Phwong phap
. thtr nghiém
Do bén kéo ASTM D638
Chay 38 MPa
but 24,5 MPa
Mb dun uén 1600 MPa ASTM D790

Don vi gia tri danh dinh Phwong phap

thtr nghiém

D6 bén va dap Izod (23°C) 24 JIm ASTM D256
Don vi gia tri danh dinh Phwong phap
thtr nghiém
Nhiét d& udn cong chiu tai 0,45 Mpa 98 0C ASTM D1525
Diém hoa mém Viscat 66psi 157 °C ASTM D648
Lwuy

" Pac tinh dién hinh: khong nén hiéu la théng sb k¥ thuat.



